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Sample No: 180723                                                                                               

Test report of 

 

PROPERTIES 

Color 

Appearance 

Solubility in water 

Viscosity 

Melting Point  

Density 

Volatility 

1. The test result provided from sample of Aras Petro Chemical Factory.
2. This report provide for exclusive use of Aras Petro Chemical clients.
3. Any copy of this report cannot be made without Aras Petro Chemical permission.
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Certificate of Analysis 

Test report of Polyethylene Wax Micronized 

MethodUnit Result 

- Visual White 

- Visual Powder 

- - Unsolvable 

ASTM D3236CPS 10-40 

ASTM D 2117℃ 95-115 

ISO 1183gr/cm3 0.90 – 0.94 

- % Max 2.0 

 

The test result provided from sample of Aras Petro Chemical Factory. 
report provide for exclusive use of Aras Petro Chemical clients. 

Any copy of this report cannot be made without Aras Petro Chemical permission.
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 No: 4345679 

Method 

ASTM D3236 @ 149 °c 

ASTM D 2117 

ISO 1183-2 

Any copy of this report cannot be made without Aras Petro Chemical permission. 


